


 
 

 
Technical conditions for the ordering and receipt of the material: 

Type: S355J2/St52-3/S355J2G3/18G2A 
 

Profile: Round bars and rolled billets 
  Classification standard: EN-10025-2: 2004 (for chemical 
composition, mechanical properties excluding  ReH,Rm) 
ReH >355MPa, Rm=490-630 MPa - perform the test in 
accordance with the point 7.3.1.3. standards EN-10025-2: 2004 
 
1. Chemical composition modified according to melting 

analysis  (restrictions according to EN-10025-2) 
 
 
 scope in % 

C 0,18-0,20 
Si 0,20- 0,55 

Mn 1-1,5 
P Max 0,025 
S Max 0,025 

Cu 0,30 
Al. 0,02- 0,10 
 
2. Other requirements in accordance with EN-10025-2: 2004 
3. Other delivery terms in accordance with the specification No. 
44 (for foreign steelworks and 44a for Polish steelworks) 
4. Delivery condition: raw, suitable for cold cutting 
5. Metallurgical certificate according to EN 10204 - 3.1 in Polish 
or English 
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